
APPENDIX D

MATERIALS  USED FOR BRAZING, WELDING,  SOLDERING
CUTTING, AND METALLIZING

TC 9-237

D-1. GENERAL

This appendix contains listings of common welding equipment and materials used in
connection with the equipment to perform welding operations. These lists are pub-
lished to inform using personnel of those materials available for brazing, welding,
soldering, cutting, and metallizing. These materials are used to repair, rebuild,
and/or produce item requiring welding procedures.

D-2 . SCOPE

The data provided in this appendix is for information and guidance. The listings
contained herein include descriptions, identifying references, and specific use of
common welding materials available in the Army supply system.
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